
5. L A B O R A T O R I E S 

SFUND RECORDS CTR 

2175261 

E s t a b l i s h e d 1 9 4 1 

140 Standard Street • El Segundo, California 90245.3832 • voice 310.322.4993 • fax 310.322.6681 

AUTOMATION PLATING CO. 
P.O. BOX 5004, G.C.S 
Glendale, CA 91221 

ATTN: Bill Wiggins 

DATE March 19, 2008 
LAB NO. B30639 pg.3 of 4 
CUST P.O. VERBAL/B.W. 
SAMPLE (S) WASTE WATER 
RECEIVED 3-5-08 
SAMPLE NO. 18405-4,-5 

E.L.A.P. CERTIFICATE NO. 1164 
PRENOTIFICATION DATE : 2-28-08 

DISCHARGE ADDRESS: 

SAMPLE: 

SAMPLED: 

CONSTITUENT 

Arsenic, Total 

Cadmium, Total 

Chloride 

Chromium, Total 

Copper, Total 

Fluoride 

Lead, Total 

Nickel, Total 

Silver, Total 

Zinc, Total 

# 927 THOMPSON AVE GLENDALE CA 91221 

24 HOUR TIME COMPOSITE FROM SAMPLE BOX 

BY JOSE BOLANOS OF ANACHEM LABORATORIES . 
BETWEEN 3-5-08 AT 10:40 am AND 3-6-08 AT 10:40 am 

CONCENTRATION 

<0.10 

0.076 

1157 

0.30 

0.030 

0.7 8 

<0.050 

<0.020 

<0.050 

0.91 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

METHOD 

EPA/SM 

200.7 

200.7 

300.1 

200.7 

200.7 

340 .2 

200.7 

200.7 

200.7 

200.7 

DLR 

0.10 mg/L 

0.01 mg/L 

250 mg/L 

0.02 mg/L 

0.02 mg/L 

U.lu mg/L 

0.05 mg/L 

0.02 mg/L 

0.05 mg/L 

0.01 mg/L 

The test report shall not be reproduced except in full, without the written approval of the laboratory. 
This report applies only to the materials tested. The recording of false, fictitious, or fraudulent 
statements or entries on the certificate may be punished as a felony under federal law. 

N. Krishnan, Ph.D. 
Laborato2ry Director 

A c c r e d i t e d 

Madcap 
Materials Testing Laboratory 



TESTF 

-̂ " > L A B O H A T O R I E S 
E s t a b l i s h e d 1 9 4 3 

140 Standard Street • El Segundo, Cal i fornia 90245.3832 • voice 310.322.4993 • fax 310.322.6681 

AUTOMATION PLATING CO. 
P . O . BOX 5 0 0 4 , G . C . S 
G l e n d a l e , CA 9 1 2 2 1 

ATTN: B i l l W i g g i n s 

DATE 

LAB NO. 

CUST P.O. 

March 19, 2008 

B30639 pg.4 of 4 

VERBAL/B.W. 

SAMPLE (S) WASTE WATER 

RECEIVED 

SAMPLE NO 

E.L.A.P. CERTIFICATE NO. 1164 

PRENOTIFICATION DATE : 2-28-0 

3-6-08 

18405 -#1,#2,#3 

DISCHARGE ADDRESS: 

SAMPLE: 

SAMPLED: 

CONSTITUENT 

pH 

Cyanide, Total 

Cyani de, Amenab1e 

Sulfide, Dissolved 

Oil and Grease 

# 927 THOMPSON AVE GLENDALE CA 91221 

GRAB SAMPLE PROM SAMPLE BOX 

BY JOSE BOLANOS OF ANACHEM LABORATORIES 

ON 3-6-08 AT 10:45 am 

CONCENTRATION 

10.0 

0.31 

0.11 

<0.040 

<1.6 

units 

mg/L 

mg/L 

mg/L 

mg/L 

METHOD 

EPA/SM 

SM450 0-H+ 

SM4500-CN 

SM4500-CN 

375.2 

1664A 

B 

E 

G 

2-

0, 

0. 

0, 

1 . 

DETECTION LIMIT 

-13 

.02 

.02 

.04 

.6 

units 

mg/L ^ 

mg/L 

itjg/L 

mg/L 

The test report shall not be reproduced except In full, without the written approval of the laboratory. 
This report applies only to the materials tested. The recording of false, fictitious, or fraudulent 
statements or entries on the certificate may be punished as a felony under federal law. 

A c c r e d i t e d 

N. Krishnan, Ph.D. 

Laboratorv Director ' 
' -Madcap 

Meteria\s Tesn'ng Laboraiory ' 


